
Nylon insert locknuts      8/16/2016  –  8/26/2016 

 

1. Liquid Test 

2. Vapor Test 

 

 

                                                                                   

    

                                                 

Lifetime – green pen 

Impurities – brown pen 

Liquid level – yellow pen 

Water – black pen 

Temperature – magenta pen 
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            3. Room temperature test 

 

 

 

 

Note: first and second plot are different only in the water concentration scale 
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